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 DIVISION 400 
 ASPHALT CONSTRUCTION 
 
 
401 PLANT MIX PAVEMENTS - GENERAL 
 

401.01 Description 
401.02 Composition of Mixtures 
401.03 Materials 
401.04 Weather and Seasonal Restrictions 
401.05 Equipment 
401.06 Hauling of Asphaltic Mixtures 
401.07 Preparation of Base or Existing Surface 
401.08 Preparation of Materials 
401.09 Mixing and Holding 
401.10 Spreading and Finishing 
401.11 Compaction of Asphaltic Mixtures 
401.12 Surface Course Joints 
401.13 Pavement Samples 
401.14 Surface Tolerances 
401.15 Protection of Asphaltic Pavement 
401.16 Cleaning Up 
401.17 Pavement Cores 

 
402 SHEET ASPHALT PAVEMENT 
 

402.01 Description 
402.02 Materials 
402.03 Construction Requirements 
402.04 Measure and Payment 

 
403 HOT BITUMINOUS PAVEMENT 
 

403.01 Description 
403.02 Materials 
403.03 Construction Requirements 
403.04 Measure and Payment 

 
404 OPEN GRADED FRICTION COURSE 
 

404.01 Description 
404.02 Composition 
404.03 Materials 
404.04 Job Mix Formula 
404.05 Construction Requirements 
404.06 Measure and Payment 

 
 
405 ASPHALT SURFACE COURSE (LIGHT COVER) 
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405.01 Description 
405.02 Composition 
405.03 Materials 
405.04 Construction Requirements 
405.05 Measure and Payment 

 
406 TACK COAT 
 

406.01 Description 
406.02 Certification 
406.03 Construction Requirements 
406.04 Measure and Payment 

 
407 BITUMINOUS PRIME COAT 
 

407.01 Description 
407.02 Certification 
407.03 Construction Requirements 
407.04 Measure and Payment 

 
408 SLURRY SEAL 
 

408.01 Description 
408.02 Composition 
408.03 Materials 
408.04 Construction Requirements 
408.05 Measure and Payment 

 
409 BITUMINOUS SURFACE TREATMENT 
 

409.01 Description 
409.02 Materials 
409.03 Construction Requirements 
409.04 Cleaning Up 
409.05 Measurement 
409.06 Payment 

 
410 RECYCLED BITUMINOUS PAVEMENT AS BASE OR BINDER COURSE 
 

410.01 Description 
410.02 Composition 
410.03 Materials 
410.04 Job Mix Formula 
410.05 Construction Requirements 
410.06 Measure and Payment 

 
411 TEMPORARY ASPHALT CONCRETE 
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411.01 Description 
411.02 Materials 
411.03 Alternate 
411.04 Measure and Payment 

 
412 ASPHALT TREATED SAND 
 

412.01 Description 
412.02 Composition 
412.03 Materials 
412.04 Construction Requirements 
412.05 Measure and Payment 

 
413 SHEET ASPHALT PATCHING 
 

413.01 Description 
413.02 Materials 
413.03 Construction Requirements 
413.04 Measure and Payment 

 
414 ASPHALT PATCHING 
 

414.01 Description 
414.02 Materials 
414.03 Construction Requirements 
414.04 Measure and Payment 

 
415 REPAIR-REPLACE BITUMINOUS SURFACES AND BINDER 
 

415.01 Description 
415.02 Materials 
415.03 Construction Requirements 
415.04 Wasted Material 
415.05 Measure and Payment 

 
416 ASPHALT BIKE PATH 
 

416.01 Description 
416.02 Materials 
416.03 Construction Requirements 
416.04 Measure and Payment 

 
417 STONE FILLED SHEET ASPHALT SURFACE COURSE 
 

417.01 Description 
417.02 Composition 
417.03 Materials 
417.04 Construction Requirements 
417.05 Measure and Payment 


